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FOREWORD 

I 

This i s  t h e  first qua r t e r ly  r e p o r t  of work performed i n  t h e  

Research Divis ion of National Research Corporation under Contract 

No., NASw-734 f o r  t h e  National Aeronautics and Space Administration, 

The genera l  ob jec t  of t h e  work i s  t o  o b t a i n  a d d i t i o n a l  i n -  

formation as t o  t h e  condi t ions  under which metals and a l l o y s  of  

engineer ing importance f o r  space a p p l i c a t i o n s  w i l l  adhere t o  one 

another  wi th  s u f f i c i e n t  t e n a c i t y  t o  h inder  t h e  r e l a t i v e  motion o r  

subsequent s epa ra t ion  of components of mechanical and electrical  

devices used i n  space explora t ion .  Such devices  inc lude ,  bear ings ,  

so lenoids ,  va lves ,  s l i p  r i n g s ,  mating f l anges ,  con ica l  rendevous 

mating su r faces ,  e tc ,  

The materials t o  be s tud ied  are copper, copper-beryllium a l l o y ,  

1018 s tee l ,  4140 s teel ,  440C s t a i n l e s s  s teel ,  t i t an ium and an e lectr i -  

cal  con tac t  a l l o y .  

ment c leaning  is  t o  be compared wi th  w i r e  brushing. 

The major v a r i a b l e  i s  hardness but  ion  bombard- 

This  work is a cont inua t ion  of work on t h e  cohesion of copper 

t o  copper and of s teel  t o  steel performed under NASA Contract No. 

NASr-48 



ABSTRACT 

Apparatus used i n  previous work f o r  s t u d i e s  of cohesion (bond- 

ing of similar metals) i s  being modified t o  permit s t u d i e s  of  ad- 

hes ion  (bonding of dissimilar meta ls ) .  

Indexing devices permi t t ing  tests on e i g h t  sample p a i r s  f o r  a 

s i n g l e  vacuum pumpdown opera t ion  have been b u i l t  and are descr ibed.  

Modification of t h e  spool  piece which houses t h e  apparatus  w a s  

r equ i r ed  and i s  p a r t i a l l y  complete 

Adhesion s t u d i e s  r e q u i r e  a su r face  c leaning  ope ra t ion  no t  re- 

qu i r ed  i n  t h e  previous cohesion work i n  which specimens w e r e  frac- 

t u r e d  and r e jo ined .  

under cons t ruc t ion  f o r  such cleaning.  A l l  of t h e  p a r t s  f o r  t h e  ion  

guns have been made and w i l l  be assembled, and mounted on t h e  spool 

p i ece  as soon as p a r t s ,  which were s e n t  out  f o r  a s p e c i a l  brazing 

ope ra t ion ,  are received.  The ion  gun design is d iscussed  he re in ,  

and t h e  reasons f o r  using guns r a t h e r  than  simple glow discharge are 

Two ion  guns and a wire-brushing device are 

d iscussed .  

Design of a mechanism f o r  c leaning by w i r e  brushing i s  complete 

but  i t  has not  y e t  been assembled o r  mounted. 

ob ta in ing  brushes wi th  tungsten b r i s t l e s  he ld  between t w i s t e d  s t a i n -  

less s tee l  wires i s  being inves t iga t ed  and it appears t h a t  they  may 

be ob ta inab le  from a l o c a l  vendor. 

The p o s s i b i l i t y  of 

The sample materials are on hand o r  on order  except  f o r  t h e  

e lectr ical  con tac t  a l l o y .  

survey. Plans f o r  t h e  remainder of t h e  work are Dresented. 

Its s e l e c t i o n  awaits f u r t h e r  l i t e r a t u r e  



INTRODUCTION 

Previous work ind ica t ed  t h a t  hardness  w a s  an important v a r i a b l e  

wi th  r e spec t  t o  cohesion, 

Annual Summary Report - "Inves t iga t ion  of Adhesion and Cohesion of 

Metals i n  Ultrahigh Vacuum" - by John Lo Ham, da ted  Sept.  7, 1962, 

under Contract No. NASr-48, National Research Corporation P r o j e c t  

No, 42-1-0121 and Reference No. N62-17772,) S p e c i f i c a l l y ,  it w a s  

found t h a t  copper o r  mi ld  s tee l  when r epea ted ly  f r a c t u r e d  and re- 

j o i n e d  i n  vacuum exh ib i t ed  less and less cohesion even a t  ambient 

(This work w a s  descr ibed i n  t h e  F i r s t  

p re s su res  be l ieved  t o  be too  low t o  permit s i g n i f i c a n t  contamination 

i n  t h e  time a v a i l a b l e .  

ened by t h i s  t reatment  and t h e  successive reduct ions  i n  cohesion are 

a s c r i b e d  t o  t h i s  hardening. 

t i a l l y  ha rd  bea t  t r e a t e d  52100 s teel  a t  room temperature when t e s t e d  

i n  a similar manner, 

These i n i t i a l l y  s o f t  metals were work hard- 

No cohesion could be measured on i n i -  

Although t h e r e  are many o ther  important v a r i a b l e s  such as 

temperature,  time i n  con tac t ,  degree of  deformation i n  compression, 

s l i d i n g ,  e tc . ,  it is considered most important,  from a p r a c t i c a l  

s t andpo in t ,  t o  f i rs t  assess t h e  tendency of va r ious  commonly used 

a l l o y s  t o  s t i c k  toge ther  a t  room temperature without s l i d i n g  o r  

severe deformation. Furthermore, it seems most important t o  de- 

termine t h e  behavior of t r u l y  c lean  su r faces  before  a t tempt ing  t o  

s tudy  t h e  complex v a r i a b l e  of degree of  contamination. 

t h e  experiments are planned so as t o  provide c l ean  s u r f a c e s  by e i t h e r  

i o n  bombardment o r  w i r e  brushing (whichever proves t o  g ive  t h e  most 

adhesion)  i n  vacuum. Exposure t o  vacuum alone a t  room temperature 

Therefore ,  
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r can remove only c e r t a i n  physisorbed gases  and only mild hea t ing  i n  

vacuum can be t o l e r a t e d  when t h e  effect  of hardness confer red  by 

work hardening o r  even by hea t  treatment is t o  be evaluated.  Within 

t h i s  frame of  r e fe rence ,  p lans  have been made f o r  t h e  necessary modi- 

f i c a t i o n s  t o  t h e  equipment previously used and t e n t a t i v e  procedures 

were a l s o  l a i d  ou t .  

t a s k s  l i s t e d  below: 

These p lans  are summarized by t h e  seven s p e c i f i c  

I 

1 Task A - Modify t h e  experimental appara tus  used i n  t h e  performance 
I 

of t h e  c o n t r a c t  NASr-48 by in t roduc t ion  of one o r  more ion  

guns f o r  i on  bombardment c leaning  of su r faces ,  and i n t r o -  

duct ion of  mechanical devices f o r  c leaning  under vacuum 

by f i l i n g  o r  brushing. 

Task B - Modify t h e  system t o  p e r m i t  loading of s e v e r a l  p a i r s  of  

specimens f o r  each pumpdown of t h e  system 

Task C - Compare ion  bombardment c leaning  w i t h  abras ion  c leaning  

using cohesion of s o f t  O . F . H . C .  copper t o  s o f t  O . F . H . C .  

copper and s o f t  1018 steel  t o  s o f t  1018 steel  as t h e  com- 

pa r i son  c r i t e r i o n ,  s ince  da t a  are a v a i l a b l e  from t h e  

previous s t u d i e s  on t h e  cohesion of t h e s e  metals using 

t h e  "make-break" rupture  technique. 

one c leaning  method sha l l  be s e l e c t e d  f o r  subsequent 

s t u d i e s  on cohesion and adhesion of c l ean  su r faces .  

A f t e r  t h i s  comparison, 

Task D - Measure t h e  adhesion of  s o f t  O . F . H . C .  copper t o  each of 

s i x  o the r  metals, a t  room temperature,  f o r  both t h e  hard  

cond i t ion  and s o f t  condi t ion ,  of  t h e  second metal. Tenta- 
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t i v e l y ,  t h e  o the r  metals w i l l  be 1018 steel ,  440C s teel ,  

4140 s teel ,  Cu-Be a l l o y  N025, an e lectr ical  con tac t  a l l o y  

and commercially pure t i t an ium.  

precleaned i n  vacuum by t h e  method s e l e c t e d  under Task C,  

All su r faces  s h a l l  be 

Task E - Measure t h e  cohesion o f  t h e  f ive metals l i s t e d  under 

Task D a t  room temperatures wi th  t h e  metals i n  both hard  

condi t ion  and i n  s o f t  condi t ion .  The cohesion of copper 

and 1018 s tee l  s h a l l  be measured i n  t h e  hard condi t ion .  

(Data on t h e  l a t t e r  two metals i n  s o f t  cond i t ion  are a l -  

ready a v a i l a b l e  from Task C . )  

Task F - Measure t h e  cohesion of a l l  seven metals a t  room tempera- 

t u r e  wi th  one h a l f  of t h e  p a i r  i n  hard  condi t ion  and t h e  

o t h e r  specimen i n  s o f t  condi t ion .  

Task G - Study o the r  v a r i a b l e s  as time permits .  Other v a r i a b l e s  

of importance t o  adhesion and cohesion are degree of de- 

formation of one o r  both specimens a t  t h e  i n t e r f a c e ,  

temperature of t h e  specimens, t i m e  i n  contac t  and degree 

of contamination of t h e  s u r f a c e s .  

Task A and B are p a r t i a l l y  complete. Specimen p repa ra t ion  i s  

under way and t h e  vacuum system t o  be used, which i s  t h e  newest and 

fastest of i t s  type i n  t h e  NRC Space Vacuum Laboratory, has  been 

checked ou t .  This r e p o r t  dea l s  with t h e  d e t a i l s  of  t hese  tasks. 
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MODIFICATION OF APPARATUS 

The changes r equ i r ed  t o  permit mu l t ip l e  sample loading and 

c leaning  by ion  bombardment were q u i t e  ex tens ive .  It is necessary 

t o  provide indexing so t h a t  a given specimen can be o r i e n t e d  f i r s t  

f o r  bombardment, then  f o r  t e s t i n g .  By using 45" indexing, e i g h t  

specimen p a i r s  can be loaded. This modif icat ion is  i l l u s t r a t e d  by 

Figs .  1 and 2 which show schematical ly  t h e  apparatus  before  and 

af ter  modif icat ion.  

Fig.  2 does not  convey t h e  t r u e  degree of complexity of t h e  

modified apparatus .  Numerous windows, and e lectr ical  and mechanical 

feedthroughs are r equ i r ed  i n  t h e  w a l l  of t h e  vacuum enclosure.  Four 

bellows mechanical feedthroughs a r e  r equ i r ed  f o r  indexing and locking 

t h e  two wheels and one f o r  w i r e  brushing. Shadowgraph-type spec i -  

men observat ion and measurement during t e s t i n g  r e q u i r e s  two windows 

and a mi r ro r .  

The ion  guns t o  be described later are t o  be mounted i n  4 inch- 

diameter s i d e  arms, each wi th  seven e lectr ical  and one gas  feed- 

through. 

s e r v a t i o n  during alignment. A device f o r  monitoring t h e  c leaning  

ope ra t ion  by measuring t h e  Auger effect  ( e l ec t ron  emission from t h e  

target)  may have t o  be employed. 

Windows are r equ i r ed  f o r  ion  beam f luo rescen t  t a r g e t  ob- 

The apparatus  (Fig. 2 )  w i l l  s i t  on t o p  of  t h e  vacuum system 

which c o n s i s t s  of a 14-inch diameter s t a i n l e s s  s t ee l  bowl wi th  a 

10-inch diameter elbow leading  from i ts  s i d e  t o  a chevron type 

l i q u i d  n i t rogen  cooled t r a p ,  on top  of a 10" d i f f u s i o n  pump wi th  a 

"cold cap ,  
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FIGURE 1 - Cohesion Test Asparatue 
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FIGURE 2 - COHESION TEST APPARATUS 
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The usua l  UHV type ion iza t ion  vacuum gauge is used. A pressure  

of  2 x 10'' t o r r  has been obtained wi th  no bake-out. 

CLEANING BY ION BOMBARDMENT 

Ion bombardment c leaning is f r equen t ly  accomplished i n  small 

glass systems by simply i n i t i a t i n g  an e lectr ical  discharge between 

t h e  sample and an ad jacent  p o s i t i v e  e l e c t r o d e  wi th  t h e  whole system 

f i l l e d  wi th  t h e  gas  t o  be ionized a t  a p res su re  of about t o  

10" t o r r .  

d i f f u s i o n  pumps and i n  t h e  system i n  use f o r  t h e  cohesion s t u d i e s  

va lv ing  adds cons iderable  expense. There i s  a l s o  u n c e r t a i n t y  as t o  

t h e  actual composition of t h e  gas over extended per iods  of t i m e ,  

even though t h e  r e l a t i v e l y  l a r g e  volume of  gas  r equ i r ed  is  i n i t i a l l y  

pure.  F i n a l l y ,  a f i n i t e  t i m e  would be r equ i r ed  t o  reduce t h e  system 

p res su re  from t o  10'' t o r r  range d e s i r e d  f o r  

t h e  experimental  environment and recontamination of su r faces  might 

occur during t h i s  pumpdown period. Therefore ,  it w a s  decided t o  

use an ion  gun which can d i r e c t  a beam of ions  a t  t h e  specimen su r -  

f a c e  only thus  permi t t ing  the  system t o  opera te  a t  low p res su res  even 

during t h e  c leaning  per iod .  

However, t h i s  r equ i r e s  i s o l a t i o n  of t h e  system from t h e  

t o r r  t o  t h e  

The ion  gun can maintain t h e  p re s su re  of t o r r  w i t h i n  t h e  

An ion  beam is emi t ted  gun c a v i t y  r equ i r ed  t o  maintain t h e  discharge.  

through an o r i f i c e  and i s  d i r e c t e d  t o  t h e  t a r g e t  specimen. Some idea  

of t h e  p re s su re  which can be maintained i n  t h e  system can be obtained 

by comparing t h e  amount of gas t y p i c a l l y  e f fus ing  from t h e  gun wi th  

I 

1 
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t h e  pumping speed of t h e  system. A gun wi th  an i n t e r n a l  p re s su re  of 

t o r r  and an o r i f i c e  of 0.010-inch diameter would e f f u s e  approxi- 

mately 6 x 

pumping speed of 1000 l i t e r s  p e r  second a t  t h e  e x i t  from t h e  t e s t  

system then  t h e  system p res su re  would be 6 x 

gun operat ing.  

t o  t h e  specimen i n  a large chamber is t h a t  t h e  r a t i o  of t h e  impinge- 

ment rate of t h e  d e s i r e d  spec ies  (Xe , f o r  example) t o  t h a t  of  un- 

d e s i r e d  spec ie s  (02, o+, COY CO', CO*, e tc . )  is  l a r g e r  and more 

p r e c i s e l y  known. 

of t h e  impinging i n e r t  gas ions  is more c o n t r o l l a b l e .  

impinging nonionized i n e r t  gas  atoms may be g r e a t e r  o r  less than  i n  

a l o c a l  discharge but  t h i s  is of l i t t l e  consequence. 

t o r r  l i ters p e r  second of a i r .  If w e  assume a n e t  

t o r r  with t h e  ion  

The advantage of t h e  ion  gun over a l o c a l  discharge 

+ 

Furthermore, t h e  energy and spec ie s  (Xe' o r  Xe*) 

The number of 

It is important t o  c o n t r o l  t h e  energy of t h e  impinging ions  

s i n c e  ions  even of t h e  i n e r t  gases p e n e t r a t e  i n t o  t h e  metal l a t t i c e  

i f  they  impinge with t o o  g r e a t  an energy. This  is  shown by curves 

of  " s t i ck ing  c o e f f i c i e n t "  versus  vo l t age ,  obtained by measuring t h e  

amount of i n e r t  gas given o f f  on subsequent hea t ing  i n  vacuum. 

Apparently,  t h e  ions a c t u a l l y  form s u b s t i t u t i o n a l  s o l i d  s o l u t i o n s  with 

metals and d i f f u s e  out on subsequent hea t ing  according t o  t h e  usua l  

d i f f u s i o n  l a w s .  However, t h e  s t i c k i n g  c o e f f i c i e n t  curves i n d i c a t e  

ze ro  s t i c k i n g  (penet ra t ion)  below a c r i t i ca l  vo l t age  f o r  each type 

of  ion .  For example, argon ions p e n e t r a t e  i n t o  tungsten above 

150 v o l t s  bu t  Xe ions  r e q u i r e  200 v o l t s .  

To remove i n e r t  gases  from metals r e q u i r e s  r e l a t i v e l y  high 

temperatures  s i n c e  t h e  a c t i v a t i o n  energ ies  of d i f f u s i o n  appear t o  
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be comparable t o  t h a t  f o r  s e l f - d i f f u s i o n  of t h e  metal i t s e l f .  

apparatus  being cons t ruc ted  is  not s u i t a b l e  f o r  high temperature 

specimen outgassing,and s i n c e  t h e  magnitude of t h e  effect  cf i n e r t  

gas  ions  i n  s o l i d  s o l u t i o n  on hardness and s t r a i n  hardening co- 

e f f i c i e n t  is  no t  known it seems advisable  t o  s t a y  below t h e  c r i t i ca l  

s t i c k i n g  c o e f f i c i e n t  vo l t ages  i f  poss ib l e .  Data i n  t h e  l i t e r a t u r e  

i n d i c a t e  t h a t  good "cleaning" ( r a t i o  of s p u t t e r e d  atoms o r  ions  t o  

impinging ions )  i s  p o s s i b l e  below t h e s e  vo l t ages  bu t  t h e r e  is some 

ques t ion  as t o  how e f f i c i e n t l y  the  ion  guns can be made t o  work a t  

such low vol tage .  Obviously, t h e  heavier  t h e  impinging ion  t h e  

b e t t e r ,  s i n c e  a l a r g e r  percentage of t h e  energy is given up near  t h e  

su r face  and higher  vo l t age  can be used without  pene t r a t ion .  

f o r e ,  xenon r a t h e r  than  argon w i l l  probably be used. Actual ly ,  it 

is  almost impossible t o  c l ean  metal su r f aces  i n  vacuum a t  l o w  tempera- 

t u r e  without  changing t h e  physical  c h a r a c t e r i s t i c s  of t h e  metal su r -  

face somewhat. Abrasion, even by a sharp w i r e  brush undoubtedly 

work hardens t h e  s u r f a c e  t o  some ex ten t .  

The 

There- 

There i s  considerable  i n t e r e s t  i n  t h e  effect  of proton bombard- 

ment s i n c e  t h e  proton f l u x  i n  space and on t h e  moon is apparent ly  

s u f f i c i e n t  t o  remove su r face  oxides a t  least  from some metals i n  

reasonable  per iods  of time. 

mechanism aside from abras ion  by which most metals could l o s e  t h e i r  

oxide f i l m s  i n  reasonable  periods of t ime i n  space except a t  high 

temperatures .  Therefore,  although pro ton  bombardment i s  not  included 

i n  t h e  p re sen t  p lans  it is  hoped t h a t  t h e  ion  guns w i l l  prove s u i t -  

a b l e  f o r  opera t ion  wi th  hydrogen as w e l l  as wi th  xenon, and f o r  

In  fact ,  pro ton  bombardment is  t h e  only 
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opera t ion  a t  t h e  10 kv o r  so requi red  f o r  pro ton  flux space simula- 

t i o n .  

e a s i l y  exceeded i n  t h e  labora tory .  

The f l u x  dens i ty  of  protons i n  space i s  low enough t o  be 

I O N  GUN DESIGN 

Design of t h e  ion  guns w a s  preceded by cons iderable  s tudy of 

t h e  l i t e r a t u r e .  

a b l e  f o r  d i r e c t  attachment t o  the  apparatus .  Therefore,  a s p e c i a l  

designed gun is  being f a b r i c a t e d ,  

i n  Fig.  3 .  

None of t h e  commercially a v a i l a b l e  u n i t s  were s u i t -  

The design is shown schematical ly  

Pure xenon gas  w i l l  be b l e d  i n  a t  t h e  rate r equ i r ed  t o  maintain 

a p res su re  of 

0.010-inch diameter o r i f i c e  i n  t h e  aluminum o r i f i c e  p l a t e .  

d i scharge  w i l l  be e s t a b l i s h e d  by applying a s u i t a b l e  vo l t age  between 

t h e  o r i f i c e  p l a t e  and t h e  conica l  po le  p iece  through which t h e  gas 

e n t e r s .  An i n t ense  magnetic f i e l d  is  e s t a b l i s h e d  between t h i s  conica l  

po le  p i e c e  and t h e  con ica l  po le  piece on t h e  o t h e r  s i d e  of t h e  alumi- 

num o r i f i c e  p l a t e ,  by means of t h e  permanent magnets clamped t o  t h e  

hexagonal fo rces  of t h e s e  po le  p ieces ,  which are composed of  an 

i ron -coba l t  a l l o y  wi th  high s a t u r a t i o n  f l u x  dens i ty .  

p l aced  under one end of t h e  magnets f o r  e lectr ical  i n s u l a t i o n .  

second po le  p iece  a l s o  serves as t h e  ion  e x t r a c t o r  which may r e q u i r e  

as much as 30 kv f o r  e f f i c i e n t  ex t r ac t ion .  

through an  Einzel  l e n s  wi th  i t s  cen te r  s e c t i o n  i n  t h r e e  segments t o  

permit  beam d e f l e c t i o n  as w e l l  as focussing.  

t o r r  t o  10" t o r r ,  on t h e  i n l e t  s i d e  of t h e  

A glow 

Mica w i l l  be 

The 

These ions  then  pass  
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Gas I n l e t  
Gold "0" Ring 
Magnets ( s i x )  
Glass Tubes 
Aluminum Def lec tors  (Three Sec to r s )  
Einzel Lens 
Tie Rods 
S t a i n l e s s  S t e e l  Pipe (4" diameter)  
Mica 
Ion Ext rac tor  (and pole  p i e c e )  
Aluminum Orifice Plate 
Aluminum F o i l  
Pole Piece (Fe-Co) (Hexagonal Faces) 
Ceramic I n s u l a t o r  
S t a i n l e s s  S t e e l  P l a t e  
Boron N i t r i d e  Bushing 
Ceramic I n s u l a t o r s  ( s i x )  
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The whole assembly including t h e  magnets (which are pol i shed)  

is  l o c a t e d  wi th in  t h e  vacuum system, t h e  d ischarge  chamber being i so -  

l a t e d  by aluminum gaske t s  between t h e  f l a t  ground ends of t h e  tubu la r  

g l a s s  i n s u l a t o r s  and machined faces  on t h e  po le  p i ece  and o r i f i c e  

p l a t e .  The assembly is mounted on a t h i c k  s t a i n l e s s  steel  p l a t e  

which f i t s  on t h e  end of t h e  4-inch diameter vacuum chamber s i d e  

arm. A go ld  "0" r i n g  .030-inch i n  diameter w i l l  be used f o r  t he  

vacuum seal a t  t h i s  po in t .  

ou t  through ceramic-to-metal s ea l ed  i n s u l a t o r s ,  mounted i n  t h e  p l a t e .  

Construct ion is such as t o  permit baking out  a t  temperatures 

u s u a l l y  used f o r  Pyrex glass. 

All electr ical  connections are brought 

SPECIMEN PREPARATION 

The specimen design is  shown i n  Fig. 4. Eight such specimens 

w i l l  be mounted on each of t h e  indexing wheels shown i n  Fig.  2 .  The 

specimens meet each o the r  wi th  t h e i r  axes a t  r i g h t  angles  t o  form a 

c r o s s .  The face width w i l l  be such as t o  permit t h e  s o f t e r  spec i -  

men t o  y i e l d  a t  less than  t h e  2000 l b s .  of f o r c e  a v a i l a b l e ,  but t h e  

width of t h e  two specimens i n  a given p a i r  w i l l  be equal ,  i . e .  it 

w i l l  be determined by t h e  compressive y i e l d  s t r e n g t h  (hardness) of 

t h e  s o f t e r  p i ece .  Before they  a r e  beveled t h e  specimen faces w i l l  

be  f i n i s h e d  on 000 metal lographic  po l i sh ing  paper on a f l a t  g l a s s  

p l a t e  rubbing i n  one d i r e c t i o n  and using a j i g  i f  necessary t o  in su re  

f l a t  a c c u r a t e l y  o r i e n t e d  faces .  

d e s i r e d  face width by machining o r  su r face  gr inding .  F i n a l l y ,  they  

They w i l l  then  be beveled t o  t h e  
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w i l l  be c a r e f u l l y  c leaned and degreased. Before they  are j o i n e d  they 

w i l l ,  of  course,  have been baked out  i n  vacuum along wi th  t h e  rest of 
, 

t h e  vacuum system a t  150 t o  300°C and w i l l  f i n a l l y  have been e i t h e r  

w i r e  brushed o r  ion  bombarded. 

The hard  specimens of O.F.H,C. copper and 1018 s tee l  w i l l  be 

made d i r e c t l y  from co ld  drawn 3/4-inch diameter ba r  s t o c k  now on hand. 

The s o f t  copper and s o f t  1018 s t e e l  specimens w i l l  be made from t h e  

same s t o c k  af ter  annealing. 

could be obta ined  only i n  t h e  annealed condi t ion .  

c o l d  forged t o  harden it so t h a t  both t h e  hard  and t h e  s o f t  condi t ions  

w i l l  be represented .  The Cu-Be a l l o y  (No. 25)  w i l l  be machined t o  

The 3/4-inch diameter t i t an ium s tock  

A p o r t i o n  w i l l  be 

s i z e  from 3/4-inch diameter ba r  s tock  i n  t h e  s o l u t i o n  t r e a t e d  condi- 

t i o n  and some of t h e  specimens hardened by t h e  s tandard  aging treat-  

ment p r i o r  t o  f i n i s h i n g  on t h e  000 paper and bevel ing by gr inding.  

The 440C s t a i n l e s s  steel and t h e  4140 steel  specimen w i l l  be machined 

t o  s i z e  from s o f t  b a r  s tock  except f o r  .010 inches t o  be removed from 

t h e  face of t h e  hard ones by su r face  gr inding  t o  remove decarburized 

metal p r i o r  t o  f i n i s h i n g  on t h e  000 paper.  The 4140 steel  w i l l  be 

drawn t o  about 50 Rockwell C. The 440C s t ee l  and Cu-Be w i l l  be l e f t  

as ha rd  as poss ib l e .  

AUXILIARY EQUIPMENT 

The power supp l i e s  f o r  t h e  ion  guns remain t o  be s e l e c t e d ,  loca-  

t e d  and reserved ,  purchased o r  rented.  The s p e c i f i c  requirements are 

s t i l l  being assessed.  

I -  

Both h i g h  and low vo l t age  supp l i e s  w i l l  be 
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r equ i r ed  but  no high power suppl ies  should be necessary.  

Gas metering devices  are also r equ i r ed  f o r  t h e  ion  guns. Some 

but  no t  a l l  of t h e  necessary components are on hand. 

The load  ce l l  and companion recording equipment and t h e  o p t i c a l  

p r o j e c t i o n  equipment i s  on hand. 

EXPERIMENTAL PROCEDURES 

Four s o f t  copper specimens and four  s o f t  1018 s tee l  specimens 

w i l l  be loaded i n t o  each wheel f o r  t h e  copper t o  copper and s tee l  

t o  s tee l  tests using wire-brush cleaning.  

before  i n s t a l l a t i o n  of t h e  ion  guns and t h e i r  a u x i l i a r y  equipment, 

This  tes t  can proceed 

With t h e  system pumped down and baked o u t ,  and t h e  specimens 

about 3/16 inches a p a r t ,  a 1/4 inches w i r e  brush w i l l  be pushed 

back and f o r t h  between them a f e w  times. 

t oge the r  till they  deform s l i g h t l y  as shown by t h e  o p t i c a l l y  pro- 

j e c t e d  20X s i l h o u e t t e .  

cohesion fo rce  measured, 

They w i l l  then be pushed 

They w i l l  then  be p u l l e d  a p a r t  and t h e  

The apparatus  w i l l  then  be  re loaded  i n  t h e  same way and t h e  

experiment repea ted  us ing  ion bombardment c leaning.  

experimentat ion wi th  t h e  ion  guns may be necessary between these  two 

runs . )  

p o s i t i o n  t o  face each o the r ,  then pushed toge the r  and p u l l e d  a p a r t  

as before .  The xenon flow w i l l  be stopped immediately on com- 

p l e t i o n  of t h e  c leaning  operat ion.  

(Considerable 

The specimens fac ing  t h e  guns w i l l  be bombarded, indexed t o  

It is a n t i c i p a t e d  t h a t  t h e  t o t a l  



-12- 

pres su re  i n  t h e  system w i l l  

and j o i n i n g .  The specimens 

drop a t  least  a decade between c leaning  

may be c leaned i n  quick succession r a t h e r  

than  simultaneously t o  s impl i fy  the opera t ion  and equipment. 

Whether t h e  ion  bombardment o r  wire-brushing w i l l  be used i n  t h e  

remainder of  t h e  tests w i l l  depend on t h e  r e s u l t s  of t hese  two runs 

and such a d d i t i o n a l  confirming runs as may be necessary.  

Task D, E and F as set  f o r t h  i n  t h e  in t roduc t ion  w i l l  then be 

undertaken. 


